P INSPECTION CERTIFICATE (3.1) - Chemical analysis

ESAB ° TEST REPORT (2.2) - Mechanical properties
Dete: 2012-02-10 Certificate number:  BEC22323100 rev. 0
Qur order: 15550495 “Your order: : 20031026963
Qur reference; Weserman Jolanda Your reference;
Cusborrer nunber: 30077244 Your fax nurrber:
Custorrer order date; 20120210 Your e-rrait:
Invdce address Receiver of cerfificate Delivery addess
ZEVIUBY. LASAULEC CENTRAAL MVEEN ) LASAULEC CENTRAALB.V.
Lidhr. 400 : Licr. 400
POSTBUS 447 KUPER 2
4000 AK OOSTERHOUT 8447 GK HEERENVEEN
Netertands Netherlardks
DELMVERY Lotnumber:  FT20421501 Quartty: 1000 BX
PRODUCT CHEMiCAL COMPOSITION
Brand; ESAB
bS(!ipﬁDFII OK Aufrod 12,51 10’“\'\250@ : Actual results
llemnurber; 1251108320 accto EN10204- 3.1
CI.ASS!FICAT!ONS Wire/strip
ENISO 14341-A G35 Auxiliary:
ENISO14341-A G382C1 3501
EN IS0 14341-A G423 M21 351 § ggﬁ
SFA/ANG A5.18 ER70S-6 Mn 1.42%
CAN/CSA-ISO 14341 B-G49A3C G P 0011%

S 0012%
G 0.04%

MECHANICAL. PROPERTIES N 005%
Typical data Mo Q01%
acctoEN10204-22 s,
Stendard: EN VvV  001%
Auxitiary: M1 (EN 439) Al <0.01%
Condition: T+Zr 001%
TENSILE
Rel Bm A4-AS
470 MPa 560 MPa 26%
IMPACT
Termp "4
-0 °C 70J
COMMENTS

Product supplied under a QA Program me fulfilling the EN ISO 9001 standard.
This certificate is procuced dectronically and is valid without signature.

Flease refer any queries to:
Esab Nederland BV - P.O. Box 2236, 3800 CE Amersfoort, Nederand
Validation - Chernical Analysis Validation - Others

Massimo Gherardi Quality Assurance Manager Per-Erik Andersson Product Manager




