INSPECTION CERTIFICATE 3.1) - Cherical analysis

ES AB ® TEST REPORT (2.2)- Mechanical properties
Date: 2011-12-21 Certificate number: EC22261843 rev. 0
Qur order: 15541901 Your order: 20031014172
Qur reference: Rukger VISSER Your reference
Custormer nuirber: 30077244 Your fax nunber:

Custorrer order date: 20111213 Your e-mait
invdice eddess Recaiver of carfificate Delivery addess
ZEVI BV, LASAULEC CENTRAAL HVEEN LASAULEC CENTRAAL B.V.
Liekr. 400 Lidkr. 400
POSTBUS 447 KUPER 2
4500 A QOSTERHOUT 8447 GK HEERENVEEN
Neterdands Netherdends
DELIMVERY Lotnumber:  PV049019758 Quantty: 25KG
PRODUCT CHEMICAL COMPOSITION
Brand: ESAB
Descripfon: OK Gasrod 88.70 1.6x1000mmSkg Actual results
llemnurrber: 9870M6R150 ace to EN 10204 - 3.1
CLASSIFICATIONS Wire/strip
EN 12536 ol Auwdtary
SFAIANG A5.2 R&0 C  00%%

S 0.18%

Mn 1.00%

P 0013%

. s  0.013%
MECHANICAL PROPERTIES N <g:?f,3/f°
Typical data Mo <0.1%
acc to EN10204- 2.2 '

. Cu 0.08%
Serdard: Vv <001%
Avpiliary:

Condion.

TENSILE

Rel Rm ALAS

325 MPa 415 MPa 22%

COMMENTS

Product supplied under a QA Programme fulilling the EN ISO 9001 standard.
Tris cetificate is produced dectronically and is valid without signature.

Please refer any queries tol
Esab Nederland BV - P.O. Box 2236, 3800 CE Amersfoort , Nedertand
Valigation - Chermical Analysis Validation - Others

Milan Macek Quality Menager Per-Frik Andersson Product Maneger



