INSPECTION CERTIFICATE (3.1) - Chemical analysis
TEST REPORT (2.2) - Mechanical properties

Date: 2011-03-17 Certificate number: EC21917043 rev. 0
Our oidar: 15471242 Your ordet: 20030956307
Qur rsiarence; Westerman Jolanda Your reference;
Customsr numbst: 30077244 Your fax number:
Customer order dale: 20110315 Your e-mail:
INVGIC o wniified Receiver of certificate Delivery address
ZEVI. Y, ! 450l O CENTRAAL HVEEN LASAULEC CENTRAAL B.V.
Lidnr 2 Lidnr, 400
PC- KUPER 2
4900 A DOSTERHOUT 8447 GK HEERENVEEN
Ngtharands Netherlands
DELIVERY Lot number; PV108024998 Quantity: 1000 KG
PRODUCT CHEMICAL COMPOSITION
Branr! ESAB
Desc v o OK Autrod 12.51 1.2mm 250kg Actual results
11 S 1251129320 ace to EN 10204 - 3.1
Cl.: SOATIONS Wire/strip
EN G0 14341-A G 38 2 C G3Si1 Auxiliary:
EN iS0 14341-A G 42 3 M (G351
EN ISC 14341-A Gasit C 007%
— A A Si 093%.)
SF;-\, TR -'s5.18 ER?OS‘6 Mn 1 480/0
el Wiy P L ~ .\
CAN/EAIE0 14341 B-G48A3CG6 p 0.014%
S  0.012%
. Cr  0.06%
MECH %0281 PROPERTIES Ni  0.02%
" Mo  0.01%
Cu 0.11%
EN V <0.01%
M21 (E Al 0.01%
o (EN 439) Ti+Zr 0.01%
TENSILE
Re:, Rm Ad-AS
470 Nt 560 MPa 26 %
INIFACT
Tems KV
30 03¢
oy iy

Produst sunplied under a QA Progra:mme fulfilliﬁéitiﬁéréN- ISO QO()'ﬂrrstandé-ra.. -
This certificate is produced electronically and is valid without signature.
Pizzse refer any gueries {o:

Bz Maarignd BV - P.O. Box 2236, 3800 CE Amersfoort , Nederiand

Joua Mysak Quality Manager Per-Erik Andersson Product Manager

Valisztion - Chemical_Analysis




