Y 4
ESAB °
A

Cetex 211-11-04

15530420
Line Carbien
30077244
20110930

Cur order

Cur references
CQusborrer nurvber:
Custorver order deke:
Invice addess )
Z2EVJBY. LASAULEC CENTRAAL HVEEN
Licr. 400

POSTBUS 47

2000 AK QOSTERHOUT

Netrerdarvis

BE NERY

Receiver of cerfiicete

Lotrarber: PAVI30033 146X

INSPECTION CERTIFICATE (3.1) - Chervical analysis
TEST REPORT (2.2) - Mechanical properties

Catificgte rurber  BR22204318 rev. 0

Your order: 20030998156
Your reference:;
Your fax nuber;
Your el

Ddivery edbiess

LASAULEC CENTRAALB.V.

Licr, 400

KUPER 2

8 G HEEFRENVEEN

Netrertards

Querity:  1008KG

PRODUCT

Branct ESAB
lemnunger:

CLASSIFICATIONS
BNISD14341-A G341

ENISO14341-A G382C1 391
ENISO14341-A G423 M1 391

1256107710

CKAurod 1256 1.0mm18ig

CHEVICAL COMPOSITION

Actud results
accto EN10204- 31

Wire/strip
Aundiry:

0.08%
0.83%
1.45%
Q.019%
0011%
0.07%
0.03%
0.01%
0.14%

V <0M%

Al <001%
T+a 001%

P§z0nv520

Product supplied under a QA Prograrmre fulfilling the BEIN SO 9001 stanciand
This certificate is produced dectrorically ard is alid without signeture:

Plesse refer ary queries ta
Esab Nederland BY -

P.Q: Box 2236, 3800 CE Amersfoort, Nederfand

Velicktion - Cherrical_Ardysis
NMilan Maosk

Quality Mareger

Validation - Ctiers

Per-Enk Ardersson Product Merager



