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INSPECTION CERTIFICATE (3.1) - Chemical analysis
TEST REPORT (2.2) - Mechanical properties

Date: 2011-10-14 Certificate number:  EC22178142 rev, 0
Qur order: 15530490 Your order; 20030998156
Cur reference:; Line Canmbien Your reference:
Cusiormer nunrber: 30077244 Your fax nurber:
Custorrer order dako: 20110930 Your e-mail;
Invaice adkress Receiver of carfiicae Delivery address
ZEVIJBV. LASAULEC CENTRAAL HVEEN LASAULEC CENTRAALB.V.
Lickr. 400 Lidrr. 400
POSTBUS 447 KUPER 2
4900 AK OOSTERHOUT 8447 GK HEERENVEEN
Netherdands Nefheriands
DELIVERY Lotnurber:  PV140033134 Quarfty: 2520 KG
PRODUCT CHEMICAL COMPOSITION
Brand: ESAB
Descripfion: OK Autred 1251 Q.8 18lg Actual results
temnurer: 1251087700 acc to EN 10204 - 3.1
CLASSIFICATIONS Vire/strip
ENISO14341-A G3si Auiliery:
ENISO14341-A G3B201331 -
ENISO14341-A G423M21 351 S oo
SFAANS A5.18 ER70S-6 Mn 1 480/"
CANICSAISO 14341 B-G40A3C G P 0'019,‘;&
S  0018%
MECHANIGAL PROPERTIES g g'gj:
Typical data '
accto BN 10204- 2.2 Mo  0Q.02%

_ Cu 014%
Seandard: EN V <0.01%
ALmllla.ry: M21 (EN 439) Al <0.01%
Condiion: T+Z  0.01%
TENSILE
Rel Rm A4AS
470 MPa 560 MPa 26 %

IMPACT

Tenp Rv
-30°C 70
COMMENTS

Product supplied under a QA Programme fulfilling the EN SO 9001 standard,
This certificate is produced electronically and is walid without signature,

Please refer any gueries to:
Esab Nederland BV -

P.O. Box 2236, 3800 CE Amersfoort, Nederdand

Validetion - Chemical Analysis
Milan Macek Quaity Manager

Validation - Others
PerErk Andersson Product Manager




