o 4 INSPECTION CERTIFICATE (3.1) - Chemical analysis
ES AB ® TEST REPORT (2.2) - Mechanical properties
Date: 2011-10-14 : Certificate numberr EC22178143 rev. 0O
Cur order: 15530490 Your order: 20030928156
Cur reference: Line Carrbien Your reference:
Custorrer nunber: 077244 Your fax nurrber:
Cusborrer order dake: 20110830 Your e-rredf;
Invdice address Receiver of cetfificae Delivary addess
ZEVIJ BV, LASAULEC CENTRAAL HVEEN LASAULEC CENTRAAL B.V.
Lidrr. 400 Lidr. 400
POSTBUS 447 KUPER 2
4000 AK COSTERHOUT 8447 G HEERENVEEN
Nehedands Netherlands
CELIVERY Lotnurber:  PV140033135 Quanfty: 465 KG
PRODUCT CHEMICAL COMPOSITION
Brand: ESAB
Descripfion: OK Aufred 1251 0.8mm15kg Actual results
lemnurber: 1251087700 accto EN10204- 3.1
CLASSIFICATIONS Wire/strip
EN 1SO 14341-A G35 Aupdiliary:
EN S0 14341-A G3B2C1 391
ENISO 14341-A G423M21 331 g ggj"
SFA/ANS A5.18 ER70S-6 M 1 520/"
CAN/CSA-ISO 14341 BG49A3CEH P 0'0162/0
S 0013%
MECHANICAL PROPERTIES < 8‘£ﬁ
Typlcal data Mo 0 0%
accto EN10204- 2.2 Cu 0'12%
smffa—d: EN vV <0.01%
Audiery: M21 (EN43D) Al <0.01%
Conciton: Ti+Zr  0.01%
TENSILE _
Rel. Bm A4AS
470 MPa 560 MPa 26 %
IMNPACT
Iemp K
-30°C 70J
COMMENTS

Product supplied under a QA Programme fulfilling the EN SO 8001 standand,
Tris certificate is produced electronically and is \alid without signature,

Flease refer any queries to:
Esab Nederland BV - P.O. Box 2236, 3800 CE Amersfoort, Nederland
Validation - Chermical  Arglysis Validation - Others

Milan Macek Quality Manager Per-Erik Andersson Product Manager




