y 4 INSPECTION CERTIFICATE (3.1) - Chermical analysis
ESAB ® TEST REPORT (2.2) - Mechanical properties

Detex 2011-10-18 Certificate number: EC22181667 rev. O
Qur order: 15533116 Your order: 20031002183
Qur reference: Westenmen Jolanda Your reference

Cusbrer nurber: 30077244 Your fax nurrber:

Cuslorrer order dae: 20111018 Your e-rmail;

Inveice address Receiver of cerdificake Delivery edidress

ZEVIJBY. LASAULEC CENTRAALHVEEN LASAULEC CENTRAALB.V.
Lidrv, 400 Lidre. 400

POSTBUS 447 KUPER 2

4900 AK QOSTERHOUT 8447 K HEERENVEEN
Nefhedands Nethertards

DELIVERY Lot nurrbey: P\V140033148B Guanity: 1000 KG
PRODUCT CHEMICAL COMPOSITION

Brard: ESAB

Descriplion: OK AvisioRod 12.50 1.0mm 250kg Actual results

temnurber; 1A50109320 acc to EN 10204 - 3.1
CLASSI_FICATIONS Wirefsirip

EN SO 14341-A G351 Aupdliary:

NS0 14341-A G382C135M

ENISO 14341-A G424 M1 331 g g‘gﬁ
SFAANS A5.18 ER70S-6 Mn 1' 54%
CANICSAIS0 14341 B-G49A3C G P 0' 019%
JsZ3312 GAGA0CA2 (valid for fterms ending with s 0 014%
JSZ 3312 YGW12 (C1), {lerrs ending with H) o 007%
WMECHANICAL PROPERTIES N 0.03%
accto EN10204- 22 Cu  007%
Sadard: EN V <001%
Aupdiary: M21 Al 0001%
Conxdfion: T+Zr 0.01%
TENSILE

Rel Rm AAS

470 MPa 530 MPa 26 %

IMPACT

Tenp K

=-30°C 70J

-40°C ecJ

COMMENTS

Product supplied under a QA Programme fulfilling the EN 1ISO 9001 standard,
This certificate is produced electronically and is valid without signature.

Please refer any queries to!
Esab Nederiand BY - P.O. Box 2236, 3800 CE Amersfoort , Nederand
validation - Chemical Angysis Vaidation - Ohers

Milan Macek Quality Manager Per-Erik Andersson Product Manager



