INSPECTION CERTIFICATE (3.1) - Chemical analysis

E-S AB ° TEST REPORT (2.2) - Mechanical properties
Cete: 20120112 Cartificate number,  EC22281258 rev. 0
Cur arder: 15544716 Your order! 20031018825
Cur reference: VAN KBLLER Marina Your reference:

Cusborrer nurrber: 30077244 Your fax nurrber:
Custorrer order dake; 20120106 Your e-rrail;
Invdice address Receiver of cerfificae Delivery address
ZEVE) BV, LASAULEC CENTRAAL HVEEN LASAULEC CENTRAALB.V.
Lickr. 400 Licrr. 400
POSTBUS 447 KUPER 2
4000 AK QOSTERHOUT 8447 GK HEERENVEEN
Netedands Nefhedands
DELIVERY Lotnumber:  PV148782840X Cuanfty: 1008 KG
PRODUCT CHEMIICAL. COMPOSITION
Brand: ESAB
Descripfion: OK Autrod 12.58 1.0mm18kg Actual results
temnurrber: 1256107710 accto EN 10204 - 3.1
CLASSIFICATIONS Vire/strip
ENISD14341-A G391 Auxiliary.
BN IS0 14341-A G382C1351
C  0.08%
BN 1SO 14341-A G423 M21 381 S 0.86%
Mn  1.46%
P 0O013%
S  0.009%
MECHANICAL PROPERTIES N
Typical data Mo 0' 01%
accto EN10204- 2.2 '

_ EN Cu  0.10%
Sandard: vV <0.01%
Awalgy: w21 Al <0.01%
Congor: Ti+Zr <0.01%
TENSILE
Rel £m Ad-AS
440 MPa 530 MPa 26 %

IMPACT

Jemp KV
30 °C 70J
COMMENYS

Product supplied under a QA Programme fulfiliing the EN ISO 9001 standard.
This certificate is produced electronically and is walid without signature.

Please refer any queries to!
Esab Nederland BV - P.O. Box 2238, 3800 CE Amersfoort, Nederland
Validation - Chermical Analysis Validation - Others

VElan Macek CQuedity Manager Per-Erik Andersson Product Manager



