S INSPECTION CERTIFICATE (3.1) - Chemical analysis
E S AB ® TEST REPORT (2.2) - Mechanical properties
Dete: 2012:02-13 Cattificate number:  EC22324984 rev. 0
Cur order: 18549790 Your order: 20031025253
Qur reference; Weslerrran Jolanda Your reference:
Cusborrer nunber; 30077244 Your fax numbes:
Cusiorrer order dak; 20120207 Your e-mail;
Invdice akiess Recaiver of cerliicate Delivery addess
ZEVIIB.V. LASAULEC CENTRAALHVEEN i LASAULEC CENTRAALB.V.
Lichr. 400 Lickr. 400
POSTBUS 447 . KUPER 2
4800 AK OOSTERHOUT 8447 GK HEERENVEEN
Nefesiands Nedhetlards
DELMERY Lot nurrber;  PV201036087X Cuantty: 1008 BX
PRODUCT CHEMICAL COMPOSITION
Brand: ESAB
Descripton: OK Autrod 1286 1.0mm 184g Actual results
flemnumter: 1256107710 accto EN 10204 - 3.1
CLASSIFICATIONS Wirefstrip
EN ISO 14341-A G3s1 Auxiliary:
ENISO 14341-A G382C1 35
ENISO14341-A G423 Me1 351 g ggﬁ
M 1.48%
P 0013%
S 0M4%
.05%
MECHANICAL PROPERTIES ﬁ 8.060/:
Typical data Mo 0.01%
accto EN10204- 2.2 Co 014%
Stendard: EN V <0.01%
Audiary: M21 Al <0.01%
Congition: T+Zr 001%
TENSILE
Rel Rm A4LAS
440 MPa 530 MPa 26 %
IMPACT
Termp KY
30°C 70J
COMMENTS

Product supplied under a QA Programme fulfilling the EN ISO 9001 standard.
This certificate is produced eectronically and is \alid without signature.

Flease refer any gueries to:
Esab Nederdand BV - P.O. Box 2236, 3800 CE Amersfoort, Nederiand
Validation - Chermical Analysis Vdidation - Gthers

Milan Macek Qulity Manager Per-Erk Andersson Product Manager




