o 4 INSPECTION CERTIFICATE (3.1) - Chemical analysis
E s AB ° TEST REPORT (2.2) - Mechanical properties
Dete: 20120308 Certificate number:  BEC22360734 rev. O
CQur order: 15654842 Your order: 20031033487
CQur reference: Westermen Jolanda Your reference:
Cusborrer nurrber: 30077244 Your fax nurrber:
Cusiorrer order daer 20120300 Your e-mail;
Invcice address Receiver of cariificale Celivery addess
ZEVIJB.Y. LASAULEC CENTRAALHVEEN LASAULEC CENTRAALB.V.
Lickr. 400 Licrr, 400
POSTBUS 447 KUPER 2
4900 AK OOSTERHCUT 8447 GK HEERENVEEN
Neberlands Netherlands
DELMERY Lotnumber;  PV202036098 Cuanity: 1000 BX
PRODUCT CHEVICAL COMPOSITION
Brand: ESAB
Descripion: OK Autrod 1251 1.0mm250ky Actual results
liemnurrber: 1251109320 accto EN 10204 - 3.1
CLASSIFICATIONS Wire/strip
EN IS0 14341-A G331 Auxiiary:
EN ISO14341-A G382C1351
EN ISO14341-A G423M21 331 S g'gf
SFAIANS A5.18 ER70S-6 Vi 1'520/"
CANICSAISO 14341 B-G49A3C 6 P 001 13/0
S 0.016%
MECHANICAL PROPERTIES < oo
accto EN10204-22 Cu 0'15%
S(aryard: EN vV <0.01%
Auxiliary: M21 (EN 438) Al <0.01%
Conditor Ti+Zr  001%
TENSILE
RelL Rm AAS
470 MPa 560 MPa 6%
IMPACT
Terrp Kv
-30°C 704
COMMENTS

Product supplied under a QA Programme fulfilling the EN ISO 2001 standard.
This certificate is produced electronically and is valid without signature.

Please refer any queries fo!
Esab Nederland BV - P.O. Box 2236, 3800 CE Amersfoort, Nederland
Validation - Chemical Analysis Validation - Cthers

Milan Macek CQuiality Manager Per-Erik Ardersson Product Manager



