4 INSPECTION CERTIFICATE (3.1) - Chemical analysis
E S AB ° TEST REPORT (2.2) - Mechanical properties
Dete: 2012-03-23 Certificate number,  BC22380391 rev. 0
Qur order: 15657152 Your order: 20031036896
Qur reference; Westerman Jolanda Your reference:
Cusbrrer number; 30077244 Your fax nurrber;
Cusbrrer order date; 20120323 Your e-raif;
Inveice address Recsiver of carfficaie Delivery address
ZEVIIBYV. LASAULEC CENTRAAL HVEEN LASAULEC CENTRAALB.Y.
Licrr. 400 Lickr, 400
PCSTBUS 447 KUPER 2
4300 AK QOSTERHOUT 8447 K HEERENVEEN
Nethatands Netherlands
DELMERY Lotnumber:  PV200038257 Quanfty: 1008 BX
PRODUCT CHEMICAL. COMPOSITION
Brand: ESAB
Descripfion: OK Autrod 1251 1.0mm iSkg Actual results
Hemnurber: 1251107710 accto EN10204 - 3.1
CLASSIFICATIONS Wire/strip
ENISO14341-A G351 Auxliary:
ENISO14341-A G332C1 3301
EN IS0 14341-A G423 M2 351 g g’gﬁ
SFAIAVE A5.18 ER70S-6 M 1.46%
CAN/CSAISO 14341 BG49A3CEB P 0.014%
S 0015%
L 08%
MECHANICAL PROPERTIES ﬂ 8040/:
Typical data o
accto EN 10204- 2.2 “&0 8;?;;;’
Stendard: EN vV <0.01%
Audliary: M21 (EN 439) Al <0.01%
Condiion; T+& 0.01%
TENSILE
ReL RBm ALAS
470 MPa 530 MPa 26 %
IMPACT
Temp Kv
0 °C 70J
COMMENTS

Product supplied under a QA Programme fulfilling the EN ISO 9001 standard.
This certificate is produced electronically and is valid without signature.

Please refer any queries to:
Esab Nederand BV - P.O. Box 2235, 3800 CE Amersfoort, Nederand
Validation - Chemical Analysis Vdlidation - Others

Milan Macek Qudlity Manager Per-Erik Andersson Product Manager




