INSPECTION CERTIFICATE (3.1) - Cherrical analysis
ﬁa TEST REPORT (2.2) - Mechanical properties

Cetex 20111031 : Cartificate runvber  BC22197685 rev. 0

Qur orcier: 15536002 Your order” 20031005049
Cur reference: Viésermen Jolanda Your refrence;

Cusbrrer nunber 30077244 Your ¢ ruarrber,

Custrmer arder dael 20111031 Your e-val:

Invgice actiess Feosiver of oarfifczle Delivery axtiess

EVIJ B, LASAULEC CENTRAALHVEEN LASAULEC HEERENVEEN
POSTBUS 447 KUPER4

A0 AK OOSTERHCUT M7 GIK HEERENVEEN
Nethelands Nefherlarcs

DELMERY Lotrurper;  SB110080 Qentty, 42KG

PRODUCT CHEVICAL COMPOSITION

Bandt ESAB
Desoripfion: CK92 18 25300mm 14 VP Actual resuits
fermnuber: o2 1R250L 0 accto BN10204- 31

CLASSIFICATIONS Al weld retal

SFAIANS 2515 EN-CI Auliery:
ENISO1071 ECNCI3
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VECHANICAL PROPERTIES

Typical data

accto EN10204 - 22

Serdard

Audliery.

Concifiont All wald rretal in as welded condition
HARDNESS
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Prochct supdiedLrﬂeraQAPrcgaTTTeﬁJﬁHirgtteENisom starciard
THs cartificate is produoed electronically andis wdlic] without sigreture,

Plesse refer any queries to
Esab Nederfand BV - P.Q. Box 2236, 3800 CE Amersfoort, Nederland
valigation - Cherrical _Arelysis vdidation - Cthers

Joskirn Rohdén Quity Director Tapio Hitda Product Mereger




