INSPECTION CERTIFICATE (3.1) - Chemical analysis

® TEST REPORT (2.2) - Mechanical properties

Date: 2011-03-17 Certificate number: EC21917011 rev. 0
Qur order: 15471242 Your order: 20030956307
Our reference: Westerman Jolanda Your reference:
Customer numbet; 30077244 Your fax number;
Customer order date; 20110315 Your e-mail:
Invoics Lodess Receiver of cerificate Delivery address
ZEVIS BV, | ASALLEC CENTRAAL HVEEN LASAULEC CENTRAALB.V.
Lidnr. 400 Lidns. 400
POGT S g7 KUPER 2
4300 AK OOSTERHOUT 8447 GK HEERENVEEN
Netherlands Netherlands
DELIVERY Lot number: SF031113 Quantity: 750 EA
PRODUCT CHEMICAL COMPOSITION
Brane" ESAB
Desc-gtion: OK 46.06 2.5%x350mm Actual results
ltem rirnhar . 4606253400 acc to EN 10204 - 3.1
CLASSIFICATIONS All weld metal
SFAAWS A5 E6013 Auxiliary:
EN 1SO 2560-A E380RC 11 c 0.08%

Si 0.20%

Mn 0.5%

P 0.019%

S 0.014%
MECHANICAL PROPERTIES
Typica! data
ace i M {0204 . 2.2
Stanciard:
Auxiliary:
Condition:
TENSILE
RehH Rm A5
440 MPa 520 MPa 26.0 %
IMFACT
Temo RV
g°C &0 J
COMUENTS

Preduct supplied under a QA Programme fulfiling the EN ISO 9001 standard.
This certificate is produced electronically and is valid without signature.
Plezse refer any queries to:

Ezal: Medarland BY - P.O. Box 2236, 3800 CE Amersfoort, Nederiand

Validation - Chemical Analysis _ Validation - Others
Pal Dranka Quality Assurance Manager Tony Dray Product Manager




