o 4 INSPECTION CERTIFICATE (3.1) - Chemical analysis
ESAB °© TEST REPORT (2.2) - Mechanical properties
Date: 20111227 Certificate nunber. . BC22264945 rev. 0
Qur order; 15543621 _ Your order: 20031017005
Qur reference: Rulger VISSER Your reference:
Custorrer nurber: 30077244 Your fax nunber:
Custorer order date: 20111223 Your e-mail;
Invdice adress Recaiver of cerfificae Delivary address
ZEViJ BV, LASAULEC CENTRAAL HVEEN LASAULEC CENTRAALB.V.
Lidhr. 400 Licrr, 400
POSTBUS 447 KUPER 2
4900 AK OOSTERHOUT 8447 GK HEERENVEEN
Nethalands Netherlands
DELMVERY Lotnumber;  SF140102 Quanfly: 513 EA
PRODUCT CHEMICAL COMPOSITION
Brand: ESAB
Description: OK(48.00 25x350mm Actual results
fernnurber; 4800253000 accto EN 10204 - 3.1
CLASSIFICATIONS All weld meta
SFAANS A5 1 E7018 Aupiliary:
EN IS0 25680-A E424B42H5 C  007%
Si 084%
Mn  1.3%
P 0.020%
S 0.00%%
MECHANICAL PROPERTIES S 00>k
Typical data MO,
accto EN10204- 2.2 I\I\lllc; 88:0;:
Staqqar d: Cu <0.1%
Auxmary: \Y4 0.02%
Condition:
TENSILE
Rel Bm AS
445 MPa 540 MPa 30%
IMPACT
Temp A%
40°C 70J
COMMENTS

Tested according to NACE TMO177 and TMC284.

Product supplied under a QA Programme fisfilling the EN SO 8001 standard.
This certificate is produced electrorically and is valid without signature.

Please refer any queries to:
Esab Nederdand BV - P.O. Box 2236, 3800 CE Amersfoort, Nederdand
Validation - Cherrical Analysis Validation - Cihers

Pa Dranka Quality Assurance Manager Tony Dray Product Manager




