e INSPECTION CERTIFICATE (3.1) - Cherrical analysis
ESAB ° TEST REPORT (2.2) - Mechanical properties

Dete 2130826 Gatificate nunber:  BC23088545 rev. 0

Qur ader: 653408 Your order: 20031144009
Qur reference: Line Carbien France Your references

Qustoner nunber: NLB00147 Your fax nunrboer:;

Qustoner arder daie 2130823 Your el

Invoice adtiess Recdver of catiicae Delivery addess
ZEVIJ BV LASAULEC CENTRAAL HVEEN LASAULEC EMVEN
POSTBUS 447 JULES VERNBEWEG 1
4900 AK OOSTERHOUT 7821 ADEMVIEN

DEIMRY Lotnumber:  A53271080 Qeily. 72

PRODUCT CHEMICAL. COMPOSITION
Braxt ESAB

Desariplionc VWA G391 1.2m18g Actual results
lemnunber: 232112670H accto BN 10204 - 31

CLASSIFACATIONS Wire/stiip
ENISO14341-A G3 Audicry:
ENISO14341-A G382C1 391

ENISO14341-A G423MP1 351

SFAANSAG.18 ER0S6

Q07%
Q85%
1.44%
Q006%
Q011%
Q2%
Q06%
Q2%

MECHANICAL PROPERTIES
Typical data

accto EN10204-22 008%
Sercart EN Y <ooin
Audiexy. M21 BN 43) A <001%
Goniare THZ <001%
TENSILE

Rl Bn PAAS

470MPa 560 MPa 26%

IMPACT

Jarp 2"
-0°C 70J

P§zonuS00

CONMVENTS

Product supplied under a QA Proganre ulfilling the BENNISO 9001 standard
This catificate is produced dectranically and is \alid without signature.

Plesse refer ary queries ta
Esab Nederland BV - P.Q Bax 2236, 3800 CE Anmersfoort , Nederland
Vdiddtion - Cherrical Ardlysis Vdidation - Cthers

Eic Org Qulity Menager Per-Eik Anderssan Product Maneger



